&e WESTEX

Protective Fabrics Test Report (Typical Results) — Westex DH

SPRINGFIELD | sPRNGFIELD | sprRmerED | | o 0 e
PHYSICAL PROPERTIES DH TW DH DH B Requirements |  NFRa 70E
£.5 ozlyeE 7.5 aztye 8.5 catyer Rt

48% Tencel 48% Tencel 48% Tencsl

FIBER CONTENT .10y jodacryiic 40% Modacryiic 40% Modacrylic

AATECR q2% Aramid  12% Aramid  12% Aramid
WIDTH (inches) : i i
T &0 min B0 min 80 mim

WEIGHT [oziytl) g5 (sim0) 7.5 (+5%) 8.5 (+/-5%)

ASTM D776
Wisual
BREAKING STRENGTH (lbs, warp x §ll) 14, 75 135 x 90 150 % 120 40 % 40 min
ASTM D034
TEAR STRENGTH (lbs, warp x fill) .
P 10x8 BuT BxT7 4.0 x 4.0 min
DIMENSIONAL STABILITY (%, warp x fill)
After 5 washes 140°F 3.0 max 3.0 max 3.0 max 3.0 max
AATCE 135
FLAME RESISTAMCE (warp x fill)
Afterflame [seconds)- Initial OxD Dx0 OxD 2 % 2 max 2 2 max
After 25 washes 140°F 0xD OxD OxD 2 x 2 max
After 100 washes 140°F OxD O=0 OxD 2 % 2 max
Char Length (inches)-Initial 2&x15 1.2x00 23x22 4 x 4 max 6 x & max
After 25 washes 140°F 2@ x18 22x18 28x20 B x & max
After 100 washes 140°F 26x23 20x1.7 22x21 4 x4 max
Melt or Drip MNone MNone Mone MNonea MNone
ASTM D5413
HEAT TRANSFER PERFORMANCE (HTF)
(callcm®)
Initial ! After 3 washes 140°F- Contact BT/8.0 B.3710.1 1037107 3.0'mim
Initial ! After 3 washes 140°F- Spaced 12.0/11.8 11.6/12.0 128/12.8 8.0'mim
THERMAL SHRINKAGE (%, warp x fill @
500°F)
Initial 07 =04 DG x0.3 04 =06 10 = 10 max
After 3 washes 140°F 1.0x0.2 +0.3 x 0.6 0Ex+07 10 x 10 max
ARC THERMAL PERFORMAMNCE VALUE Leval 1
[t:'-alf[:-l"l'lz] Lewel 2: Lewel 2: Lavel 2- 40-T782
ATPV after 3 washes 140°F 1] B.8 =R Lewal 2:
AZTM F1353 B0-249
MANIKIN FLASH FIRE EXFOSURE
% 2™ or 3" Degree Bum 16.4 13.5 87 50 max
ASTM F1530

COLORFASTHMESS- LAUNDERING

AATCC B4 IA- 1 cycle 4.0 4.0 4.0 3.0 min
WICKING (inches, warp x fill)
ey e e (S DCA S 4743 42x40
SEAM SLIPPAGE (Ibs, warp x fill) . . E1 e B o 40 min (=<8 4 osy)
el 40 = 40 min 40 x40 min 50 x 50 min 50 min (8.5 osy)
PILLING 45 45 45

A3TM D3512-0Z, 30 minutes

do=s mot melt, does notmell, doss mot melt, does not melt,
HEAT RESISTANCE (500°F, 5 minutes) drip, separate drip, separate  drp, separate  dnp, separate
or ignite or ignite of ignite or ignite
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